Attachment 1
NASA Paint Specifications

Polyurethane Top coat (Jet Glo Express):

CM0840Y05504 (Bluetone white base)

CM0840103 (Matterhorn white base) 

CM0840Y05634 (Kingston gray)

CM0840081 (Catalyst)

CM0840A01, CM0840A05, CM0840A00, CM0840A07 {Activators)

CM0110093 (Reducer)

These are mixed 2 parts base to 1 part catalyst to 1 part activator and reduced to 18 seconds viscosity with a No. 2 zahn cup.

Acry Glo:

CM0830A05590 (Light Gray base)

CM0830A05526 (Flat Black base)

CM0830A05529 (Astro Blue base)

CM0830A05530 (Sun Yellow base)

CM0830080 (Clear base)

CM0830A05528 (Sky Blue base)

CM0830A05590 (Flat Gray base)

CM0830A01955 (Gloss Black base)

CM0830A05527 (Red base)

830081 HS (Hardener)

830H18 (Activator)

830C86 (Activator)

CM0110944 (Reducer)

Mixed 3 parts base to 1 part hardener to 1/2 part activator and reduced to 18 seconds viscosity with a No. 2 zahn cup.

Surfacer:

CM0481810 (Surfacer)

CM0120432 (Hardener)

CM0120433 (Activator)

CM0110944 (Thinner)

Mixed 4 parts Surfacer to 1 part Hardener to 1part to 1/2 or 1 part Activator and reduced to 18 seconds viscosity with a No. 2 zahn cup.

Epoxy primers:

CM483505 (Primer base)

CM0120506 (Converter)

CM0110944 (Reducer)

Mixed 2 parts base to 1 part converter to 1 part reducer.

