Interferometer
Answers to Questions
July 29, 2008
Q1: 
For the first transmission flat with 4% reflectivity, what is the specification for the AR coating at 632.8nm and 1550nm?
A1:
The AR coating should be less than 0.5% at 632.8nm and 1550nm
Q2: 
For the second transmission flat with 90% reflectivity, I believe what you are really specifying is a reference flat, not a transmission flat.  Is this correct?  
A2:
Correct, a reference flat will be a more appropriate term.

Q3:
For the reference flat, what is the specification for the AR coating at 632.8nm and 1550nm?

A3:
In this case it shall have 90% reflectivity at 632.8nm and 1550nm, no AR coating is required.
Q4:
Would minor exceptions be considered if a vendor could offer equal performance at a considerable cost savings?
A4: 
The stated requirement is the Government’s minimum need.  No exceptions will be made.
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